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Applicant: GOYA IMPORTACIONES Y DISTRIBUCIONES S.L. 

Address: PLATAFORMA LOGISTICA DE ZARAGOZA C/TRAPANI 27EDIFICIO 50197 SPAIN 

 

The following merchandise was (were) submitted and identified by client as: 

Sample Name: BAG  

Model No.: 37006/37004/37027/28137/29677/32548 

Sample Received Date: Jan. 16, 2017 

Completed Date: Feb. 05, 2017 

 

Test Result(s): Please refer to next page(s). 

 

Test Requested and Conclusion(s): 

No. Test Sample Standard and Requirement Conclusion(s) 

1  
Tested materials of submitted 

samples 

Client’s requirements on Total Cadmium 

(Cd) 

PASS  

(Please refer to 

“N” note of the 

next page) 

 

 

 

 

 

 

 

 

 

 

 

 

 

Signed for and on Behalf of CTT 

 

 

 

                        

Yuhu / Lab supervisor 

Consumer Testing Technology Co., Ltd. 
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Test Result(s):  

Cadmium (Cd) 

Method: 

Metal – With reference to CPSC-CH-E1001-08.3 

Nonmetal – With reference to CPSC-CH-E1002-08.3 

Surface coating – With reference to CPSC-CH-E1003-09.1, analyzed by Atomic Absorption Spectroscopy 

(AAS) or Inductively Coupled Plasma Atomic Emission Spectroscopy (ICP-AES). 

Material No. Client’s Limit (mg/kg) Result (mg/kg) Conclusion 

1
N
 150 110 PASS 

2
N
 150 9 PASS 

3
N
 150 56 PASS 

 

Note: 1. mg/kg = milligram per kilogram (ppm). 

2. N.D. = Not Detected (<RL). 

3. RL (Reporting Limit) = 2 mg/kg. 

4. “
N
” = This data is obtained from composite testing on more than one materials, it is possible that 

result obtained from individual testing on any one of the materials is substantially higher. Please 

be cautious when using this data for compliance evaluation. 

5. CTT170132768ENR1 is replaced by this report. 

 

  

Test Material List 

The following materials apply only to the samples submitted for chemical testing 

Material No. Description Location 

1 

Fuschia synthetic fiber with fuschia plastic 

+red synthetic fiber with red plastic +yellow 

synthetic fiber with yellow paint  

Two kinds of short bag body +medium bag 

body  

2 

Yellow synthetic fiber with yellow plastic 

+blue synthetic fiber with blue paint +red 

synthetic fiber with red paint  

Short bag body +two kinds of medium bag 

body  

3 

Beige synthetic fiber with beige plastic 

+black synthetic fiber with black paint +black 

synthetic fiber with black paint  

Short bag body + medium bag body +long 

bag body 
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Photo of Sample: 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 
 

Test Report 
 

Report No.: CTT170132768ENR2 Date: Feb. 05, 2017 Page 4 of 6 

 

This test report is issued by the company subject to its General Conditions of Services printed overleaf or available on request and accessible at www.cttlab.com . Attention is drawn to 
the limitations of liability, indemnification and jurisdictional issues defined therein. Unless otherwise stated the results shown in this report refer only to the sample(s) tested. Without prior 
written permission of the company, this test report cannot be reproduced, except in full. Items marked with “n” or "m" means they are not accredited by CNAS or CMA, “s” means the item 
of subcontractor is not accredited by CNAS or CMA. 

Consumer Testing Technology Co.,Ltd. 
1st Floor, Incubation Center, No.E21, Xinke Road, Yiwu, Zhejiang,China 

Tel:86-579-8998 6543 Fax:86-579-8998 6547 Email: zj@cttlab.com Hotline:400 6789 666 Http://www.cttlab.com 

 

Photo of Sample: 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

The following picture(s) is supplied by client: 
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***End of Report*** 

 


